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Abstract. Several extraction systems based on functionalized calixarenes in mixed fluorinated diluents were 
examined. Technological flowsheets for radioactive waste processing with these extraction systems were developed 
and tested. It is shown that under the selected conditions one can achieve decontamination factors from cesium 
isotopes and alpha-emitters, sufficient for converting high-level waste of the “Mayak” Production Association into the 
low-level category with the subsequent possibility of their disposal at near-surface sites. 
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1. INTRODUCTION 

Despite the fact that most of the nuclear industry 
wastes around the world are based on nitric acid (in 
particular, Purex process raffinates), alkaline wastes 
are also a problem (Hanford and Savannah River sites 
in the USA, “Mayak” Production Association in Russia) 
and potential wastes of the CARBEX process, 
developed for the reprocessing of spent nuclear fuel in 
alkaline media [1], [2]. 

The amount of accumulated alkaline high level 
wastes (HLW) is significantly less than that of acidic 
ones, but their processing is a very difficult 
technological task due to the extremely high content of 
salts of non-radioactive elements. To date, only 
“Mayak” Production Association stores more than 
18 000 m3 of alkaline HLW, generated during the 
implementation of the Atomic Project of the USSR. 
These wastes contain up to 5 mol/L of sodium 
hydroxide, nitrate and nitrite, about 5×1010 Bq/L 137Сs, 
106 - 108 Bq/L of actinides (i.e. americium and 
plutonium), and 90Sr [3]. Recovery of 99.8% of 
radionuclides from alkaline HLW can help to transfer 
them to the category of low-level waste (LLW) and 
significantly simplify their final disposal. 

Since alkaline wastes in Russia and, for example, in 
the USA, differ in their origin and, accordingly, in 
composition, the requirements for their processing also 
differ. In particular, according to the CSSX process 
developed in the USA, the technological scheme 
includes 18 stages: 7 stages of extraction, 7 stages of 
stripping and stages of washing/regeneration, but only 
137Cs is removed, and to achieve the requirements, high 
decontamination factors and high Cs/Na separation 

factor is needed [4]. CSSX-process is based on a 
complicated extraction mixture, containing 0.05 mol/L 
MaxCalix as an extractant, 0.5 mol/L Cs-7SB as a 
modifier, 0.003 mol/L LIX®79 as a suppressor and 
Isopar L as a diluent. 

At the “Mayak” PA, the existing way of alkaline 
HLW processing is direct vitrification followed by glass 
isolation in geological formations. Recovery of a 
number of radionuclides would make it possible to 
reduce the waste activity to a level that would allow 
them to be cemented with subsequent isolation in 
near-surface storage facilities at ground level. To 
implement such a process, it is necessary to 
simultaneously remove cesium, strontium and 
transuranium elements (TUE); however, in contrast to 
the American version of processing, average values of 
decontamination factors are sufficient and high 
selectivity Cs/Na is not necessary. In fact, this means 
that the following decontamination factors must be 
achieved: > 500 for 137Cs, > 50 for TUE and > 12 for 
90Sr. 

Hydroxycalix[n]arenes with high chemical and 
radiation resistance are promising extractants for the 
long-lived radionuclides recovery from alkaline media. 
We studied the regularities of 137Cs, 90Sr and 241Am 
extraction from alkaline media with p-
alkylcalix[n]arenes (n = 4, 6, 8) [5]-[7]. A general 
feature of these compounds is their insufficient 
solubility in most known organic diluents; therefore, 
modifications of the primary calixarene platform were 
made in order to preserve the extraction efficiency of 
the compounds towards to radionuclides and increase 
their solubility in organic diluents by introducing 
appropriate substituents into the molecule. Based on 
the results of preliminary studies, only 2 of them 
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demonstrated sufficient extraction ability (due to their 
ability of aggregation) and good solubility and were 
chosen for static and dynamic tests on HLW (Fig. 1). 

 
Figure 1. Functionalized calix[n]arenes: calix[8]arene 

BN 6/2 (N = 6, M = 2) and calix[6]arene IN6 (N = 0, M = 6) 

The main our goal was to develop a one-step 
process of long-lived radionuclides extraction from 
alkaline HLW by functionalized hydroxycalix[n]arenes. 

2. MATERIALS AND METHODS 

Calixarenes were synthesized in the “A. Butlerov 
Institute of Chemistry” (Kazan) under supervision of 
Prof. Igor S. Antipin. Synthesis and isolation of 
"mixed" tert-butyl-isononyl-calix[8]arene BN N/M 
(where N and M are the number of tert-butyl and 
isononyl substituents, respectively), as well as 
isononyl-calix[6]arene IN6 were conducted according 
to the methods from publications [5], [8]. 

2.1. Static tests with real alkaline HLW 

General technological flowsheet for static test is 
presented in Fig. 2. 

The flowsheet included joint extraction of TUE and 
cesium from alkaline HLW (4 contacts at stages E1 - E4 
with fresh extractant, saturation of the extract after 
stage E1 with extractable elements (1 contact with fresh 
HLW, followed by joint stripping of radionuclides from 
saturated extract (3 contacts with stripping agent). 

The total activity of alpha emitters in the original 
HLW was represented mainly by the radionuclides 
americium, curium, and plutonium. Cesium and 
strontium isotopes contributed to the total activity of 
beta emitters. 

 
Figure 2. General technological flowsheet for static test 

Table 1 shows the main features of the used 
extraction mixtures based on the "mixed" tert-butyl-
isononyl-calix[8]arene BN 6/2 and isononyl-
calix[6]arene IN6, as well as the characteristics of the 
processed HLW. 

Table 1. Main features of extraction mixtures for 
static test and HLW, processed with these extractants 

№ Composition Real HLW 

1 
BN 6/2 

0.01 mol/L in 
perchloroethylene 

Real alkaline 
decantate, diluted 
twice and filtered. 
Aβ ~ 3·1010 Bq/L 
Aα ~ 7·104 Bq/L 

A(134,137Cs) - 
2.2·1010 Bq/L 

+ Na+ salts 
(OH-, NO3-, NO2-, 

AlO2-, CrO42-) 

2 

BN 6/2 
0.02 mol/L in fluorinated 

diluent: 
30% vol. m-

nitrobenzotrifluoride 

 
70% vol. FE-34 

H(CF2CF2)3CH2OBu 

Real alkaline 
decantate 

Non-filtered, 
non-diluted 
А(137Cs) = 

4.2·1010 Bq/L 
А(134Cs) = 

2.9·107 Bq/L 
Aα ~ 4.1·105 Bq/L 
Aβ ~ 4.3·1010 Bq/L 

3 

IN6 
0.013 mol/L in mixed 

diluent: 
13% vol. m-

nitrobenzotrifluoride 

 
55% vol. diglyme 

H3C
O

CH2

CH2

O
CH2

CH2

O
CH3

32% vol. n-tridecane C13H28 

Real alkaline 
decantate 

Non-filtered, non-
diluted 

А(137Cs) = 
2.6·1010 Bq/L 

Aα ~ 4.5·107 Bq/L 
+ Na+ salts 

(OH-, NO3-, NO2-, 
AlO2-, CrO42-) 

2.2. Dynamic test 

General technological flowsheet for dynamic test is 
presented on Fig. 3, composition of extraction mixture 
– in the Tab. 2. 

The dynamic test included extraction of 137Cs and α-
emitting radionuclides at 10 stages of the extraction 
unit, followed by the re-extraction of 137Cs and α-
emitting radionuclides at 6 stages of the block of re-
extraction. 

 
Figure 3. Dynamic test flowsheet 
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Table 2. Composition of the extraction mixture used in the 
dynamic test and HLW composition 

Composition Model alkaline HLW of “Mayak” PA 
IN6 

0.038 mol/L 
in mixed 
diluent: 

 
10% vol. m-
nitrobenzo-
trifluoride 

 
10% vol. 
diglyme 

 
80% vol. n-
tridecane 

C13H28 

1.0∙107Bq/L 137Cs + stable 
components: 

Cation C, g/L Anion С, g/L 

Na+ 100 NO3- 110 

Al3+ 6.0 OH- 43 

Cr6+ 0.4 NO2- 35 

Si4+ 0.2 SO42- 1.5  

3. RESULTS AND DISCUSSION 

3.1. Static tests 

Comparison of the data obtained during the static 
test is presented in Tab. 3. 

Table 3. Values of decontamination factors DF obtained for 
different extraction systems in a static test 

№ Solvent DF 

  137Сs ∑(α) 

1 
BN 6/2 

0.01 mol/L in perchloroethylene 40 3.5 

2 

BN 6/2 
0.02 mol/L in fluorinated 

diluent 
(m-NBTF +FE-34, 30:70% vol.) 

300 40 

3 

IN6 
0.013 mol/L in mixed diluent 

(m-NBTF + diglyme + n-
tridecane, 13:55:32% vol.) 

15000 100 

 

In the case of a mixture based on calix[8]arene 
BN 6/2 in perchloroethylene, 98% of β- and 90% of α-
emitting radionuclides are extracted from real HLW in 
4 contacts. Complete re-extraction (99%) is achieved 
with 1 mol/L HNO3. At all stages, a rapid (< 1 min) 
phase separation was observed without any third phase 
formation or interphase films. 

For a system based on calix[8]arene BN 6/2 in a 
mixed diluent (m-NBTF + FE-34) more than 99% of 
the total activity is re-extracted already at the first step 
of re-extraction with a mixture of 1 mol/L aminoacetic 
acid + 1 g/L DTPA. After 4 stages of extraction, less 
than 4.1∙107 Bq/L of the total of β-active radionuclides 
(137Cs - less than 1.2∙107 Bq/L) and less than 
1.9∙105 Bq/L of the total of α-active radionuclides 
remained in alkaline waste. 

When cementing these liquid waste according to 
the technology adopted at the “Mayak” PA, each liter of 
the waste will yield approximately 3 kg of solid one 
with a specific activity of less than 1.4∙104 Bq/L of the 
sum of β-active radionuclides (137Cs - less than 
0.3∙104 Bq/L) and 0.6∙102 Bq/L of the sum of α-active 
radionuclides, which practically coincides with the 
levels permissible for low-level waste of class 4, which 
is allowed to be disposed of in surface sites [9]. 

Thus, despite the fact that the required values of 
decontamination factors in the static test were not 
achieved with calixarene BN 6/2, the extraction system 
based on this calixarene appears to be accessible and 
promising for the processing of alkaline HLW. 

For the system based on isononyl-calix[6]arene 
IN6, the coefficient of HLW purification from 137Cs 
after 4 contacts with fresh portions of the extractant 
was ~ 103 (a decrease from 2.6∙1010 to 2.9∙107 Bq/L). 
For additional 4 stages of extraction, the activity of 
137Cs in the raffinate decreases by one more order of 
magnitude. The total purification factor from 137Cs after 
8 stages of extraction was 1.5∙104, and from α-emitting 
radionuclides - about 100, which allows us to transfer 
this waste to the low-level category, which permits its 
cementation and surface disposal. 

3.2 Dynamic test 

The principal technological flowsheet of alkaline 
HLW extraction processing has been developed, 
including only extraction and striping blocks, without 
extract washing and recycle solvent regeneration. 

Countercurrent flowsheet test using 16-stage of 
settling mixers extractors (10 extraction and 6 
stripping stages) with pulsating phase mixing and 
simulated alkaline HLW was performed. During 105 
hours of test, the setup worked stably; there were 
neither formation of precipitates, nor poorly separated 
emulsions, nor mutual phase entrainment. HLW 
purification factor for 137Сs and beta-emitting 
radionuclides of about 500 and a 10-fold concentration 
of 137Сs in a strip product were achieved. 

The test results confirm the principal possibility of 
using the solvent based on p-isononylcalix[6]arene for 
the processing of the “Mayak” PA alkaline HLW [10]. 

 
Flow rates: initial model HLW – 90 mL/h, solvent – 
90 mL/h, raffinate – 90 mL/h, reextract – 45 mL/h 

DF (
137

Cs): 500 - 114 
Figure 4. Maximum extraction of radionuclides (mode I) 
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It was noted that the extraction proceeds without 
any outgassing, the phases mix well and separate 
quickly. Thus, there is no need to wash the extract and 
regenerate the circulating extractant. Refusal to wash 
the extract before the re-extraction operation avoids an 
increase in the volume of the raffinate. 

Dynamic tests included two stages: at the first, 
maximum extraction of radionuclides (mode I, Fig. 4) 
was examined, at the second - the maximum 
concentration of radionuclides (mode II, Fig. 5). 
Mode I assumed the flow ratio “HLW : extractant” = 
1:1, and the flow ratio “extract : reextract” = 1:0.5. 
Mode II assumed the maximum concentration of 
recovered radionuclides, therefore, the ratio 
“HLW : extractant” = 1:0.5, and the ratio 
“extract : reextract” = 1:0.2, which should have 
provided the minimal final volume of reextract. 

 
Flow rates: initial model HLW – 90 mL/h, solvent – 45 mL/h, 

raffinate – 90 mL/h, reextract – 9 mL/h 
DF (137Cs): 710 - 345 

Figure 7. Maximum concentration of radionuclides (mode II) 

Analysis of the data obtained shows that 10 stages 
of extraction ensure the extraction of more than 99.8% 
of 137Cs from the model HLW in both modes. 

In the mode of maximum extraction (Fig. 4) re-
extract, containing much lower concentrations of stable 
salts than HLW, α-active radionuclides with an activity 
of (1.3 - 4.0)∙103 Bq/L are found. 

The activity of 137Cs in the re-extract in the mode I 
(Fig. 5) exceeds the initial one by 9 - 11 times, in the 
mode II - by 1.6 - 2.7 times, with the expected 
concentration coefficients of 10 and 2, respectively. The 
re-extraction with 1 mol/L HNO3 solution in both 
tested modes was complete and the cesium activity in 
the circulating extractant was below 105 Bq/L. 

3.3. Preliminary study of spent extractant 
composition 

The fresh extractant had a density of 0.8037 g/cm3 
and showed a high separation rate with both alkaline 
HLW and nitric acid stripping agent. The density of the 
extractant after testing decreased to 0.7962 g/cm3. To 
understand this difference in the density of the 
extractant before and after the test, the corresponding 
HPLC chromatograms were recorded and analyzed 
(Tab. 4). 

Table 4. Comparison of HPLC chromatograms of fresh and 
spent extractant 

fresh spent Peak 
№ t, min % t, min % 
1 10.18 18.849 10.27 31.999 
2 10.71 4.930 10.63 0.700 
3 11.19 29.532 11.28 19.282 
4 11.43 20.205 11.50 22.577 
5 11.72 16.331 11.82 15.099 
 

If we compare the chromatogram "before" and 
"after" extraction, then, probably, the amount of 
components has not changed, their ratio has changed. 
Peaks № 1, 3, 4, and 5, presented in the 
chromatogram, can be attributed with a high degree of 
confidence to various forms of octyl radical isomerism 
in the functional groups of calixarene. Their percentage 
changes a little before and after the extraction process. 
Peak № 2, which significantly decreases on the 
chromatogram in the spent extractant solution, can be 
attributed to non-cyclic impurities of calixarene 
remaining after synthesis and purification, and there is 
a possibility that it is washed out during the circulation 
of the extractant. Peaks, attributed with the diluents, 
are not recorded under the detecting conditions. 

The data obtained require further more careful 
study; at this point, it can be assumed that during the 
tests, a certain amount of diglyme and m-NBTF is 
washed out of the extractant composition, which leads 
to a decrease in the density of the solution. 

4. CONCLUSION 

 All hydroxy-calix[n]arenes can be used for 137Cs 
and Am extraction from alkaline (pH 12÷14) media. 

 Hydroxy-calix[6]arenes based solvent 
demonstrated the highest efficiency for 137Cs and TRU 
extraction from real alkaline HLW. 

 Our dynamic test confirm the principal 
possibility of p-isononylcalix[6]arene based solvent 
using for the “Mayak” PA alkaline HLW processing. 

 During 105 hours of test, the setup worked 
stably, without any hydrodynamic problems.  

 HLW decontamination factor for 137Сs up to 700 
and 10-times 137Сs concentrating in a reextract were 
achieved. 
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